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§ 60.254 Test methods and procedures. 
(a) In conducting the performance 

tests required in § 60.8, the owner or op-
erator shall use as reference methods 
and procedures the test methods in ap-
pendix A of this part or other methods 
and procedures as specified in this sec-
tion, except as provided in § 60.8(b). 

(b) The owner or operator shall deter-
mine compliance with the particular 
matter standards in § 60.252 as follows: 

(1) Method 5 shall be used to deter-
mine the particulate matter concentra-
tion. The sampling time and sample 
volume for each run shall be at least 60 
minutes and 0.85 dscm (30 dscf). Sam-
pling shall begin no less than 30 min-
utes after startup and shall terminate 
before shutdown procedures begin. 

(2) Method 9 and the procedures in 
§ 60.11 shall be used to determine opac-
ity. 

[54 FR 6671, Feb. 14, 1989] 

Subpart Z—Standards of Perform-
ance for Ferroalloy Production 
Facilities 

SOURCE: 41 FR 18501, May 4, 1976, unless 
otherwise noted. 

§ 60.260 Applicability and designation 
of affected facility. 

(a) The provisions of this subpart are 
applicable to the following affected fa-
cilities: Electric submerged arc fur-
naces which produce silicon metal, 
ferrosilicon, calcium silicon, 
silicomanganese zirconium, ferro-
chrome silicon, silvery iron, high-car-
bon ferrochrome, charge chrome, 
standard ferromanganese, silicomanga-
nese, ferromanganese silicon, or cal-
cium carbide; and dust-handling equip-
ment. 

(b) Any facility under paragraph (a) 
of this section that commences con-
struction or modification after October 
21, 1974, is subject to the requirements 
of this subpart. 

[42 FR 37938, July 25, 1977] 

§ 60.261 Definitions. 
As used in this subpart, all terms not 

defined herein shall have the meaning 
given them in the Act and in subpart A 
of this part. 

(a) Electric submerged arc furnace 
means any furnace wherein electrical 
energy is converted to heat energy by 
transmission of current between elec-
trodes partially submerged in the fur-
nace charge. 

(b) Furnace charge means any mate-
rial introduced into the electric sub-
merged arc furnace, and may consist 
of, but is not limited to, ores, slag, car-
bonaceous material, and limestone. 

(c) Product change means any change 
in the composition of the furnace 
charge that would cause the electric 
submerged arc furnace to become sub-
ject to a different mass standard appli-
cable under this subpart. 

(d) Slag means the more or less com-
pletely fused and vitrified matter sepa-
rated during the reduction of a metal 
from its ore. 

(e) Tapping means the removal of 
slag or product from the electric sub-
merged arc furnace under normal oper-
ating conditions such as removal of 
metal under normal pressure and 
movement by gravity down the spout 
into the ladle. 

(f) Tapping period means the time du-
ration from initiation of the process of 
opening the tap hole until plugging of 
the tap hole is complete. 

(g) Furnace cycle means the time pe-
riod from completion of a furnace prod-
uct tap to the completion of the next 
consecutive product tap. 

(h) Tapping station means that gen-
eral area where molten product or slag 
is removed from the electric submerged 
arc furnace. 

(i) Blowing tap means any tap in 
which an evolution of gas forces or 
projects jets of flame or metal sparks 
beyond the ladle, runner, or collection 
hood. 

(j) Furnace power input means the re-
sistive electrical power consumption of 
an electric submerged arc furnace as 
measured in kilowatts. 

(k) Dust-handling equipment means 
any equipment used to handle particu-
late matter collected by the air pollu-
tion control device (and located at or 
near such device) serving any electric 
submerged arc furnace subject to this 
subpart. 

(l) Control device means the air pollu-
tion control equipment used to remove 
particulate matter generated by an 
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